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 --- Please see the next page for test result(s) ---

Color

CHIMOCO INDUSTRIAL CO., LTD.

NO.78, PEI SHIH CHOU, MING HO VILLAGE, SHAN SHANG DISTRICT, TAINAN CITY, TAIWAN (R.O.C.)

Style/Item No.

Sample name Semi-dull staple fiber 3 denier.

1131207 (112-82-88).

Polyester fiber.

The following sample(s) was/were submitted and identified by/on behalf of the applicant as:

Material composition

Sample receiving date

Testing period

Sample submitted by

2025/02/19.

2025/02/19 - 2025/02/25

White.

CHIMOCO INDUSTRIAL CO., LTD.
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CHIMOCO INDUSTRIAL CO., LTD.

NO.78, PEI SHIH CHOU, MING HO VILLAGE, SHAN SHANG DISTRICT, TAINAN CITY, TAIWAN (R.O.C.)

No.

1

Result

No.1

With reference to EN 71-3: 1994 + A1: 2000 + AC:

2002. Analysis was performed by ICP-OES.
mg/kg 1 n.d.

With reference to EN 71-3: 1994 + A1: 2000 + AC:

2002. Analysis was performed by ICP-OES.
mg/kg 1 3.42

With reference to EN 71-3: 1994 + A1: 2000 + AC:

2002. Analysis was performed by ICP-OES.
mg/kg 2 n.d.

With reference to EN 71-3: 1994 + A1: 2000 + AC:

2002. Analysis was performed by ICP-OES.
mg/kg 1 n.d.

With reference to EN 71-3: 1994 + A1: 2000 + AC:

2002. Analysis was performed by ICP-OES.
mg/kg 1 n.d.

With reference to EN 71-3: 1994 + A1: 2000 + AC:

2002. Analysis was performed by ICP-OES.
mg/kg 1 n.d.

With reference to EN 71-3: 1994 + A1: 2000 + AC:

2002. Analysis was performed by ICP-OES.
mg/kg 2 n.d.

With reference to EN 71-3: 1994 + A1: 2000 + AC:

2002. Analysis was performed by ICP-OES.
mg/kg 2 n.d.

▪

▪

▪

This test report replaces the original one SFWXXXXXXX, the original test report was invalid.
This is the additional modification test report of SFW25200724, please refer to SFW25200724 for original information.

mg/kg = ppm；0.1 wt% = 1000 ppm

RL = Reporting Limit

Soluble Selenium (Se) ( CAS

No.7782-49-2 )

Soluble Antimony (Sb) ( CAS

No.7440-36-0 )

Soluble Mercury (Hg) ( CAS

No.7439-97-6 )

Soluble Lead (Pb) ( CAS

No.7439-92-1 )

Soluble Cadmium (Cd) ( CAS

No.7440-43-9 )

Heavy metals

Soluble Barium (Ba) ( CAS

No.7440-39-3 )

Soluble Chromium (Cr) ( CAS

No.7440-47-3 )

This report is a combined report of SFWXXXXXXXX & SFWXXXXXXXX.

Note:

n.d. = Not Detected

Component description

This is the additional test report of SFWXXXXXXX, please refer to SFWXXXXXXX for original information.

Component list / List of materials

Soluble Arsenic (As) ( CAS

No.7440-38-2 )

White fiber

Test result(s):

RLUnitTest item(s) Method
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#PIC

** End of report **

* The tested sample / part is marked by an arrow if it's shown on the photo. *


		2025-02-25T06:38:55+0000
	EUW
	SGS officially issued document




